February 21, 2017
CLASS AP AGGREGATES
Specification Reference; 904.03(a) SM Producer/Supplier Type: Certified Aggregate Producer
ITM 210 SM Material Codes: 904M00030 — 904M00580

A Class AP aggregate is an aggregate that meets the requirements of 904.03 (a) and ITM 210. The use of

Class AP aggregate shall be in accordance with 501.03, 502.02, 506.02, and 702.05.

SOURCE SOURCE NAME LEDGES RETEST
CODE & LOCATION DATE
0041 243 Quarry 1-2 03/06/20
3-402 03/10/18
0057 South Lake Stone 1-2 04/13/17
0063 Irving Materials, Inc. — Fall Creek Plant N/A 10/14/18
2113 S & G Excavating, Inc. N/A 01/13/18
2135 Hanson Aggregates Midwest - Putnamville 1-701 S 10/16/20
1-701 M 10/21/13
2143 U. S. Aggregates, Inic. — Thorntown N/A 12/18/16
2157 Martin Marietta - Cloverdale 101-402 08/20/17
2180 Lincoln Park Stone - Putnamville 1-202 10/19/13
1-3 04/29/18
1-6 03/31/19
202-6 03/05/12
3-6 04/01/20
2183 U. S. Aggregates, Inc - Swisher Rd. N/A 10/07/16
2211 Irving Materials, Inc. (Erie)-Huntington 2-4S 06/12/18
L4, LVL?2 12/23/17
L4,LVL3 04/17/17
2232 Hanson Aggregates - Ardmore 1-7 06/06/17
8-9 04/28/20
2235 Hanson Aggregate LHR Quarry - Ft. Wayne 2-908 11/06/11
2-908/11 09/02/12
2237 Hanson Aggregate-Woodburn #2 - Edgerton 3-8 06/16/17
8 06/25/12
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February 21, 2017
CLASS AP AGGREGATES
Specification Reference; 904.03(a) SM Producer/Supplier Type: Certified Aggregate Producer
ITM 210 SM Material Codes: 904M00030 — 904M00580

A Class AP aggregate is an aggregate that meets the requirements of 904.03 (a) and ITM 210. The use of

Class AP aggregate shall be in accordance with 501.03, 502.02, 506.02, and 702.05.

SOURCE SOURCE NAME LEDGES RETEST
CODE & LOCATION DATE
2238 Stone-Street Quarries (Poe) - Hoagland 4 07/31/19
5-10 04/26/14
4,5-10 11/06/11
11-14 10/31/11
5-10, 11-15 04/29/19
16-17 02/05/18
2262 Irving Materials, Inc. - Bluffton 2-401E 12/03/19
402-12 12/12/14
2266 U.S. Aggregate, Inc. — Linn Grove 2-4 06/22/18
2-701 06/22/18
2267 U.S. Aggreagte, Inc. — Pleasant Mills 1001-4 08/20/20
2303 Martin Marietta - River Road N/A 04/20/15
2306 Irving Materials, Inc. - Anderson N/A 06/06/15
2310 Martin Marietta Aggregates - Belmont N/A 10/06/17
2312 Hanson Aggregates (Harding St.) - Indpls 1803-27 03/17/13
1804-27 11/07/16
2322 Rush County Stone Co. 1-3(west) 04/08/17
2324 Irving Materials, Inc. - McCordsville N/A 12/09/11
3-8 02/28/13
9-14 02/27/12
10-14 07/26/16
3-8, 10-14 04/24/17
2329 Caldwell Gravel Services N/A 08/17/16
2331 U.S. Aggregates, Inc. - Richmond Plant N/A 02/27/17
2333 Irving Materials, Inc. - Cambridge City N/A 01/07/18
2334 Barrett Paving Materials, Inc. 2-4 03/11/17
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February 21, 2017

CLASS AP AGGREGATES
904.03(a) SM Producer/Supplier Type: Certified Aggregate Producer
ITM 210 SM Material Codes: 904M00030 — 904M00580

Specification Reference;

A Class AP aggregate is an aggregate that meets the requirements of 904.03 (a) and ITM 210. The use of

Class AP aggregate shall be in accordance with 501.03, 502.02, 506.02, and 702.05.

SOURCE SOURCE NAME LEDGES RETEST
CODE & LOCATION DATE
2338 Irving Materials, Inc. - Connersville N/A 10/28/18
2347 Irving Materials, Inc. (Luray)-Springport N/A 10/27/18
2348 Irving Materials, Inc. - Pendleton N/A 11/07/16
101-2 04/23/20
10-15 12/12/16
2353 Martin Marietta - Kokomo 201-205 11/13/17
2359 Irving Materials, Stoney Creek-Noblesville 16-21 08/27/17
2361 U.S. Aggreagte, Inc. - Portland 3-6 11/20/20
2362 Irving Materials, Inc. S & G - Muncie N/A 02/17/18
1-4 12/07/17
8-14 10/19/21
2363 U.S. Aggreagte, Inc. - Ridgeville 1-11 03/11/18
2367 Irving Materials, Inc. - Montpelier 1-6 05/19/19
2389 Martin Marietta - River Ave. N/A 04/15/17
9-14 04/15/17
2421 Delphi Limestone, Inc. (Hanna Il) - Delphi HNA2,LVL 1,4 03/18/19
HNA 2, LVL 2,4 03/18/19
2423 Engineering Aggregates — Logansport — Plant #1 6-9 11/23/18
2428 U.S. Aggreagte, Inc. - Monon LVL1 05/19/11
LVL 1-2 11/18/18
2432 Irving Materials, Inc. - Kewanna N/A 08/07/11
N/A Crushed 11/15/12
2440 Hanson Material Service - Francesville LVL 3-4 09/14/16
LVL 4 06/10/17
5 12/23/17
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February 21, 2017
CLASS AP AGGREGATES
Specification Reference; 904.03(a) SM Producer/Supplier Type: Certified Aggregate Producer
ITM 210 SM Material Codes: 904M00030 — 904M00580

A Class AP aggregate is an aggregate that meets the requirements of 904.03 (a) and ITM 210. The use of
Class AP aggregate shall be in accordance with 501.03, 502.02, 506.02, and 702.05.

SOURCE SOURCE NAME LEDGES RETEST

CODE & LOCATION DATE

2445 Rogers Group, Inc. (Newton Co.) - Kentland A8, LVL B-C 05/01/14
A8, A 01/14/11

1-2 (A8, U-V, 5) 08/26/16
1-2(A8, LVL A, 10/13/17

V-W X)
2448 Hanson Materials Service - Rensselaer 7 08/19/15
8 07/02/15
9 05/15/14
10 07/11/18
2449 U.S. Aggreagte, Inc. - Lowell LVL 1-3 01/27/18
LVL 2 04/15/14
LVL 3-(30-357) 05/23/16
LVL 4 01/13/18
2451 Phoenix Services LLC - Portage N/A 08/19/20
2461 U.S. Aggreagte, Inc. - Francesville 2-3 12/14/12
6-7 05/11/11
7,8 02/16/15
8 06/13/11
9 09/16/15
10 07/31/20
8-10 06/2920
8,910 06/27/18
LVL1 05/15/18
2472 Hanson Materials Service - Thornton 102 10/15/20
201 12/15/15
201-202 06/17/19
403 10/08/14
4-503 12/06/18
2473 Beemsterboer Slag Corp. - South Shore Slag N/A 09/21/19
2488 Beemsterboer Slag & Ballast - Gary N/A 12/09/16
2509 Harrison Sand & Gravel N/A 12/10/17
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February 21, 2017
CLASS AP AGGREGATES
Specification Reference; 904.03(a) SM Producer/Supplier Type: Certified Aggregate Producer
ITM 210 SM Material Codes: 904M00030 — 904M00580

A Class AP aggregate is an aggregate that meets the requirements of 904.03 (a) and ITM 210. The use of
Class AP aggregate shall be in accordance with 501.03, 502.02, 506.02, and 702.05.

SOURCE SOURCE NAME LEDGES RETEST
CODE & LOCATION DATE
2514 Harrison Sand & Gravel - New Trenton N/A Crushed 12/08/16
N/A 12/16/17
2521 Rogers Group, Inc. - Bloomington (South) 1-3 11/18/16
1-6 10/28/18
4-6 (+10%) 02/01/13
4-6 11/18/16
6 07/15/11
2524 Rogers Group, Inc. (Sieboldt) - Springville 3-9 12/04/20
4-9 04/07/17
5-9 08/05/14
701-9 01/27/18
8-9 08/26/16
2531 U.S. Aggreagte, Inc. — Cave Plant 4-9 06/17/16
11 02/19/17
2533 New Point Stone Co. — Harris City 2 12/08/16
3 12/08/16
2535 U.S. Aggreagte, Inc. - Columbus 11-12 12/23/16
402-9 05/18/18
2536 New Point Stone - New Point Quarry 1-3 07127117
2537 New Point Stone — Napoleon Quarry 1 06/16/17
2538 New Point Stone - St. Paul Quarry 1-2 10/07/20
5-7 10/07/17
2540 Mulzer Crushed Stone Co. - Charlestown 5-603 11/20/20
1006-3 10/29/16
2542 IMI/Sellersburg, IN 3-5 05/22/16
15-17 05/25/18
2546 Vulcan Materials Co. - Harrison Quarry 1-8 02/16/14
9-18 08/20/18
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February 21, 2017
CLASS AP AGGREGATES
Specification Reference; 904.03(a) SM Producer/Supplier Type: Certified Aggregate Producer
ITM 210 SM Material Codes: 904M00030 — 904M00580

A Class AP aggregate is an aggregate that meets the requirements of 904.03 (a) and ITM 210. The use of
Class AP aggregate shall be in accordance with 501.03, 502.02, 506.02, and 702.05.

SOURCE SOURCE NAME LEDGES RETEST
CODE & LOCATION DATE
2552 Hanson Aggregates Midwest - Versailles 1-2 12/25/16
2556 Hanson Aggregates Midwest - Hayden 2-7 06/02/12
2-9 12/08/18
8-9 09/16/15
2562 Hanson Aggregates Midwest - Salem 1001-5 09/18/13
2563 Hanson Aggregates Midwest (Blocher) - Scottsburg 801-903 12/11/18
902-903 06/19/17
2569 Liters — Lockport 901-902,10 06/18/17
2572 IMI/Corydon, IN 202-7 04/15/11
1002-7 02/12/18
1003-1011 05/24/15
1011-1003, 1002-7  02/16/13
2573 Hanson Aggregates Midwest - Atkins - Jeffersonville 5-7 04/15/17
11-1303 04/10/17
15-16 09/30/17
2575 Hanson Aggregates Midwest - Coopers - Jeffersonville 4-5 11/04/18
11-1202 06/16/17
2580 Rogers Group — Jefferson Co. Cr. St. 600-603, 7 09/28/16
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February 21, 2017
CLASS AP AGGREGATES
Specification Reference; 904.03(a) SM Producer/Supplier Type: Certified Aggregate Producer
ITM 210 SM Material Codes: 904M00030 — 904M00580

A Class AP aggregate is an aggregate that meets the requirements of 904.03 (a) and ITM 210. The use of
Class AP aggregate shall be in accordance with 501.03, 502.02, 506.02, and 702.05.

SOURCE SOURCE NAME LEDGES RETEST
CODE & LOCATION DATE
2621 Mulzer Crushed Stone - Cape Sandy 2 02/05/18
4 01/23/16
101 09/10/13
501 03/20/16
504-602 12/30/16
507-610 01/21/12
603-610 11/06/18
604-610 10/05/14
606-610 04/19/17
701-803 02/27/14
702-801 07/25/16
804-812 06/21/18
805 07/24/14
812 08/03/14
815 04/19/18
815-902 12/11/11
2624 Mulzer Crushed Stone (Tower)-Leavenworth 202 01/23/12
301-303 03/10/11
4 11/28/16
501-502 07/25/16
504-506 03/13/18
601-602 01/28/18
602-10 03/18/13
801-805 01/28/17
805 01/28/18
12-14 05/28/11
2639 Riverside Stone Co. 501 10/07/15
504-604 09/17/16
6-1-6-3 10/07/15
(tunnel)
605-607 04/17/16
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February 21, 2017
CLASS AP AGGREGATES
Specification Reference; 904.03(a) SM Producer/Supplier Type: Certified Aggregate Producer
ITM 210 SM Material Codes: 904M00030 — 904M00580

A Class AP aggregate is an aggregate that meets the requirements of 904.03 (a) and ITM 210. The use of
Class AP aggregate shall be in accordance with 501.03, 502.02, 506.02, and 702.05.

SOURCE SOURCE NAME LEDGES RETEST
CODE & LOCATION DATE
2641 Cave Quarries, Inc. — Paoli 1 04/14/15
201-202 10/27/18
301-302 12/04/11
301-1502 07/09/17
4-10 07/10/17
12-13 03/26/12
12-1502 10/13/15
1501-1502 08/02/14
17-22 03/26/12
17-25 12/04/12
2642 U. S. Aggregate, Inc. — Springville 501-608 11/13/18
602-606 03/09/13
602-607 09/12/12
2643 Cave/Calcar Quarries, Inc. - Paoli 1-16 04/23/17
1-202 07/27/13
201-3 11/25/11
202-16 10/23/12
3-7 03/10/12
3-16 05/14/18
2645 Rogers Group, Inc. - Mitchell 102 09/18/15
3-4 07/09/12
6-12 11/02/11
6-20 04/24/17
17-20 06/23/13

Page 8 of 10



February 21, 2017
CLASS AP AGGREGATES
Specification Reference; 904.03(a) SM Producer/Supplier Type: Certified Aggregate Producer
ITM 210 SM Material Codes: 904M00030 — 904M00580

A Class AP aggregate is an aggregate that meets the requirements of 904.03 (a) and ITM 210. The use of
Class AP aggregate shall be in accordance with 501.03, 502.02, 506.02, and 702.05.

SOURCE SOURCE NAME LEDGES RETEST
CODE & LOCATION DATE
2646 Mulzer Crushed Stone (Temple) - English 501 08/13/16
503 08/13/18
505-601 04/05/18
505-603 07/11/16
602-603 01/10/16
603 01/10/16
608 05/30/15
702-801 04/19/18
702-804 04/21/20
801-804 09/05/19
805 03/20/16
807-808 04/27/13
809-810 04/27/14
2682 Mulzer Crushed Stone (Abydel) - Abydel 4 10/30/18
501 08/27/18
503 08/27/18
601 12/04/12
603-607 02/09/13
607-608 09/11/11
608 05/10/15
702-801 09/11/11
702-804 05/18/13
801-804 09/30/17
801-805 12/28/13
805 12/23/15
807 12/28/14
807-808 08/27/18
808-812 10/31/16
2764 Hanson Aggregates Midwest (Milner) - Bunker Hill 1-4 06/10/18
6-8 06/25/15
2776 Mulzer Crushed Stone - New Amsterdam 801-811 08/22/16
813-816 09/28/13
601-605 08/06/17
613-615 09/30/17
817-911 04/29/17
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February 21, 2017
CLASS AP AGGREGATES
Specification Reference; 904.03(a) SM Producer/Supplier Type: Certified Aggregate Producer
ITM 210 SM Material Codes: 904M00030 — 904M00580

A Class AP aggregate is an aggregate that meets the requirements of 904.03 (a) and ITM 210. The use of
Class AP aggregate shall be in accordance with 501.03, 502.02, 506.02, and 702.05.

SOURCE SOURCE NAME LEDGES RETEST
CODE & LOCATION DATE
2777 Mclintire Concrete Sand & Gravel - Daleville N/A 11/10/13
2779 Rieth-Riley Construction Co. - Mooresville N/A 11/17/11
2782 White River Gravel Co., Inc. - Waverly N/A 11/17/10
2783 Hanson Aggregates Midwest — Aggrock 12-14 12/09/17
2786 Watson Gravel Inc. — Harrion, Ohio Plant #2 N/A 11/19/16
2798 Ward Stone, LLC - Flat Rock 501-902 10/07/19
8-902 03/23/13
902-903 06/17/15
1101-1103 06/03/15
2980 U. S. Aggregate — Perkinsville N/A 11/13/17
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